Application Note

Multiscan Stability Index (MSI)
-One-click stability evaluation-

The MultiScan MS 20 (Fig. 1) from Dataphysics Instruments serves as an invaluable analytical instrument, offering compre-
hensive insight into the stability of any given dispersion formulation. The stability data is obtained by observing the evolving
intensity of backscattered and/or transmitted light over a specified time frame. It can be difficult to conduct an objective
analysis of the data in the absence of input from a qualified expert in cases where simultaneous destabilisation phenome-
na occur, such as sedimentation and aggregation. In response to this challenge, Dataphysics Instruments has developed a
straightforward yet robust criterion, the Multiscan Stability Index (MSl), which enables the rapid comparison and character-
isation of formulation stability. This application note describes the calculation of the MSI and provides illustrative examples
of its use.

Measurement device Measurement method Samples
MultiScan dispersion stability Optical dispersion stability analysis Four different milk substitute
analysis system formulations

Measured quantities
Transmission intensity Industries
Backscattering intensity All dispersion formulations

Environmental conditions
25 °C

dataphysics



MultiScan Technique

The MultiScan MS 20 technology is
based on the static multiple light
scattering (SMLS) principle (Fig. 2).I"
To conduct the measurement, the lig-
uid dispersion is poured into a sample
vial, which is then placed in one of
the measuring chambers of the Mul-
tiScan MS 20. The MS 20 apparatus
comprises a light source, a detector
positioned opposite the light source
for measuring the transmitted light,
and a second light source, oriented at
a 45-degree angle from the detector,
for measuring the backscattered light.
During each measurement, the light
sources and detector move up and
down along the sample vial, the sig-
nals transmission (Tr) and backscat-
tering (BS) are obtained by repeated
measurement at the full sample
height h over a period of time t. This is
achieved by a scanning process from
position z = 0 to z = h, with a step size
of Ah. The resulting signals are Tr (t,
z) and BS (t, z), which are functions of
time t and height z. The composition
of these scans enables the detection
of physical instabilities in the disper-
sion process, including aggregation,
sedimentation and creaming amongst
others.

MSI Definition

It is of great importance to classify
and compare the stability of numer-
ous formulations in a quantitative
manner. A comparison of the stability
of formulations based solely on the
raw Tr or BS signals may necessitate
the utilisation of sophisticated com-
putational techniques. This is why the
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Fig. 2: MultiScan measuring principle
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Fig. 1: DataPhysics Instruments stability analysis system MultiScan MS 20 with six independ-
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MSI has been introduced as a means
of overcoming the aforementioned
limitations. The MSI can be employed
to achieve this with a straightforward
method, resulting in a single number
that describes the global sample sta-
bility. The MSl is a numerical value cal-
culated at a specific point in time t by
aggregating all temporal and spatial
variations of the Tr and BS signals.

t .. represents the measurement
point corresponding to the time t
at which the MsSI is calculated. z
and z__ denote the lower and upper
selected height limits, respectively. z,
is defined as (z,_ - z . )/Ah, the num-

min)

ber of height positions in the selected
zone of the scan. TrBS is the sum of
the Tr and BS signals (if the Tr or BS
value in the selected position range is
less than 0.1%, it is treated as 0.).

It can be seen that the sample is sta-
ble when the MSI tends towards zero
and more unstable with growing MSI.

Additionally, an MSI scale, which
correlates with the visual variation
of the sample, has been provided.
Fig. 3 shows the bars in the graph are
coloured in accordance with the scale
presented below the graph, which uti-
lises a colour code and a grade to indi-
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Fig. 3: The MSl scale employs a colour coding system, with each bar on the graph displaying a
specific colour and grade according to the level of destabilisation.



cate the level of destabilisation. This
scale is based on an empirical analysis
of a database comprising hundreds of
measurements.

Experiment

20 ml of each milk substitute formula-
tion were homogenised using a shaker
and poured in a transparent glass
vial to be measured at T = 25 °C every
6 minutes for 28 hours. The measured
zone was between 0 mm (bottom of
the glass) and 57 mm (top of the glass
vial).

Results & Discussion

Fig. 4 shows the backscattering inten-
sities in relative scale against the
position for the four samples. The
color-coding of the curves indicates
the time at which they were recorded,
from red (first measurement, t = 0 s)
to purple (last measurement, t = 28 h).
Every curve represents an individual
measurement.

The backscattering diagrams illustrate
a time-dependent and position-de-
pendent alteration of the signal, which
is induced by changes in particle size
or particle migration. The backscat-
tering intensities of Sample 1 demon-
strate an increase at the top layer and
a decrease at the bottom layer, indic-
ative of a creaming/flotation process.
The backscattering intensities of both
Sample 2 and Sample 3 display an
increase at the bottom layer and top
layer, while a decrease is observed at
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Fig. 4: The backscattering intensities of four samples in relative scale against the position

the middle layer. This indicates that a
creaming/flotation process is occur-
ring at the top layer, while a sedimen-
tation process is taking place at the
bottom layer. As a result of particle
migration to the top and bottom lay-
ers, the backscattering intensities in
the middle layer of samples 2 and 3
decrease. A slight decrease in the
backscattering of Sample 4 at the bot-
tom layer indicates the occurrence of
a relatively minor sedimentation pro-
cess. Furthermore, the backscattering
intensities of Sample 4 demonstrate
an increase at the top layer, which
suggests that a creaming/flotation
process is occurring.

As outlined in the MSI definition, MSI
global represents a numerical value
calculated at a specific temporal
point, by aggregating all temporal and
spatial variations across the entire
sample height. The method is capable
of classifying and comparing the sta-
bility of a variety of formulations in a
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quantitative manner, without regard
to the underlying destabilisation
mechanisms. Fig. 5 (left) illustrates
that the MSI global of the samples
undergoes a temporal change. The
MSI value of Sample 3 is the highest
among the samples during the meas-
urement period, indicating that it is
the most unstable formulation. The
MSI values of Samples 1 and 4 are
significantly lower than that of other
samples, indicating that Samples 1
and 4 have the higher stability within
the specified measurement period.

In addition, the MSI histogram based
on the MSI scale allows the assess-
ment of the degree of destabilisa-
tion at a given time. For example,
Fig. 5 (right) shows the MSI values for
the four samples at the measurement
time of 24 hours as a histogram.

To more clearly understand the dest-

abilisation occurring in a given area,
the MSI zone function was developed.

MSI global @ 24 h

sample2 sample3 sample4

Fig. 5: Left: The change of the global MSI over time; Right: The MSI values for the four samples after the measurement time of 24 hours in histo-

gram form



Fig. 6 (upper) shows the variation of
MSlin the bottom, middle and top lay-
ers of the samples over time. Sample 3
shows pronounced instability in the
lower layer and significant destabili-
sation in the middle and upper layers.
Both Samples 1and 4 show a relatively
stable behaviour at the middle layers,
while their top layer shows a relatively
unstable behaviour. Fig. 6 (lower)
presents the MSI zone values after
24 hours measurement time in the
histogram form. According to the MSI
scale, there is no discernible change
in the middle layers of Sample 1 but a
change can be observed in its bottom
and top layer. There is a visible change
in the bottom layer of Sample 2, and
no visible change occurs in the top
layers. The bottom layer of Sample 3
shows a strongly visible change, while

the middle and top layers show notice-
able changes. In Sample 4 there is no
visible change in the bottom and mid-
dle layers, but the top layer is likely to
show a change.

It is important to note that the MSI
methodology accounts for all poten-
tial destabilising factors present
within a sample, including the pres-
ence of bubbles and syneresis, as well
as any size variation.

Summary

The MSl is a straightforward and relia-
ble parameter that enables direct and
quantitative assessment of the stabil-
ity of any formulation. It is a time- and

position-independent value of the
global or zone-specific signal under
consideration. It provides a simpli-
fied approach to objectively compare
and rank the stability of formulations,
thus facilitating the sample character-
isation. The MSI can be employed as a
stability criterion and classification
number.

Reference

[1] https://www.dataphysics-instru-
ments.com/products/ms/
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Fig. 6: Upper: The variation of MSI in the bottom, middle and top layers of the samples over time; Lower: The MSI zone values after 24 hours

measurement time in histogram form

We will find a tailor-made solution for your
surface science use case and will be pleased to
provide you with an obligation-free quotation
for the system that fits your needs.

For more information please contact us.

DataPhysics Instruments GmbH - Raiffeisenstralle 34 - 70794 Filderstadt, Germany

Your sales partner:

phone +49 (0)711 770556-0 - fax +49 (0)711 770556-99
sales@dataphysics-instruments.com « www.dataphysics-instruments.com
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